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The National Aeronautics and Space Administration has established a Technol- 
ogy Utilization Program for the rapid dissemination of information on technological 
developments which have potential utility outside the aerospace community. By 
encouraging multiple application of the results of its research and development, 
NASA earns for the public an increased return on the investment in aerospace research 
and development programs. 

This publication is part of a series intended to provide such technical information. 
A selection has been made from the wide technological spectrum covering the cutting, 
shaping and forming of materials in their application to industrial methods. The 
present compilationincludes a variety of items reflecting in most cases improvements in 
terms of time saving and cost reduction, combined with greater uniformity of resulr 
Even sophisticated and extremely hard metals such as rhenium are now amenable to 
forming and machining without risk of damage. New and little-known materials, (for 
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Additional technical information on individual devices and techniques can be 
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described. 
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ection 1. 

The disclosed technique makes it possible to 
do machining work on an electronics chassis after 
installation of parts. It no longer is necessary to 
remove components from the chassis before at- 
tempting any milling. Considerable time and ex- 

pense, together with multiple problems, are thus 
eliminated by a relatively simple means (see fig- 
ure.) 

Among the chief dangers was that of metal chips 
falling into the circuitry of the electronic com- 
ponents and causing shorts. Necessarily, the re- 
moval of components prior to  machine work en- 
tailed their subsequent replacement. 

The new process consists of milling a profile 
on the bottom of the component chassis to within 
.0015-inch of breakthrough, then using a sharp 
instrument to complete the cut. 

Source: M. A. Scott of 
North American Rockwell Corp. 

y d e r  contract to 
Manned Spacecraft Center 

(MSC-90821) 
Component Mounting 
Holes 

No Jurther docuriieiitatioti is available. 

CESS 

The use of insulated outer-surface controlled 
flow electrodes to perform the electromechanical 
machining of burrs eliminates many problems 
formerly encountered. Chief among these was the 
danger of metal filings being left inside a fabri- 
cated container after falling off. 

The accepted method of deburring the inside of 
holes drilled in a container was at best tedious and 
time consuming. The new process should therefore 
be applicable in the manufacture of typical hydrau- 
lic valve bodies or fuel injectors where numerous 
intersecting holes are drilled or bored. Electrodes 
are first fabricated to fit the hole configurations 
and the electrode is then fitted into the hole. Elec- 
trolyte is next pumped into the electrode so that 
it exits through the hole. When the electric cur- 
rent is turned on, since only the outside surface 

of the hole is insulated (with linear polyethylene), 
the area just inside acts as an electromechanical 
machine tool. Since the burrs are the closest 

Insulated 
Electrode 
OuterSurface Only 

Electrolyte Flow 
Passages 
Match upwith 
Ports in I 

Injector Plate I 

/ Elect;olyte 
Electrode Flow Hose 

points to the insulated portion of the electrodes, 
any such burrs can be removed without appreciably 
changing the dimension of the hole. 
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2 MATERIAL CUTTING. SHAPING. A N D  FORMING 

An electropolishing solution (EG-55) is used as 
the electrolyte, since it produces a polished finish 
and can sustain a high current density, thus re- 
ducing the time required to machine. Where an 
injector plate is specifically concerned, certain 
procedures must be observed with care. First, the 
entire length of each porthole is hand- or machine- 
reamed to remove all large burrs which would 
otherwise block the electrode. Secondly, all metal 
chips and burrs which were left in the holes after 
drilling must be removed by blowing, washing out, 
or other means. The electrode is then inserted and 
aligned in the hole and the timer dial set to five 
minutes for the smallest electrode or eight min- 
utes for any other. The lower voltage limit is set 
at approximately 10 volts; the upper limit at 24 
volts. When the cycle starting button is pushed, 
the pump comes on first. Then, after the solution 
is flowing, the current and timer automatically 
turn on. The current control knob is adjusted so 
that the ammeter reads 120 amps for the small 
electrode and 150 amps for the others. When the 
time cycle is completed, the system automatically 

shuts off. After a fuel injector of any type is de- 
scribed (see figure), it should be steam cleaned to 
remove the green metal hydroxides and salts which 
result from the electrochemical process. 

If a short circuit occurs between the electrode 
and the drilled hole, voltage at once drops toward 
zero as the current increases. When the voltage 
reaches the lower limit set on the voltmeter, the 
entire system shuts down. The risk of accidental 
damage is thus eliminated. 

Pump failure (resulting in the solution not reach- 
ing the electrode) causes a voltage increase to the 
open circuit value or 25V. The upper l imi t  voltage 
sensor is then tripped and the system shuts off. 
The electrolyte used in this process consists of 
strong acids (mostly sulfuric and phosphoric) and 
should therefore be treated with extreme caution. 

Source: Robert I. Gellert of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-908 IO) 
Circle 1 on Reader’s Service Card. 

/- 

SEALING TOOL 

A progressively designed tool lends itself to 
extensive use by industrial X-ray service labora- 
tories handling short lengths of daylight packing 
film 

daylight pack in other than standard widths. These 
requirements pose handling problems which in- 
volve time and additional expenditure. 

strip. Many facilities have occasion to use 

/ n \  

View A-A 

\\-/’ Arrangementforsealing Sidesof Strips View B-B 



3 CUTTING 

The subject innovation, which has now been per- 
fected with a view to cutting and sealing film strip, 
features a tool made up of two components: a film 
cutter and sealer, mounted on a common base.This 
represents a new technique as applied to film 
preparation in the darkroom. It is mechanical, 
faster, easier, more uniform, and neater than the 
manual process. 

The cutter is a standard small paper cutter. 
Mechanical stops allow 7-x  17-inch lead oxide 
“ready pack” film to be cut in 7-inch long strips 
in widths varying from 1 to 3 inches. The sealer 
shown in the figure consists of a main element to 
be used with either an edge or end sealing acces- 
sory. The latter is essentially a plate on which 

are mounted a holder for a roll of tape and vari- 
ous guide rollers. The 7-inch long strips are 
pulled through these rollers which simultaneously 
seal the edges with lightproof tape. Once the lat- 
ter is in place, cut lengths of daylight pack strip 
film are also pulled through a series of rollers 
which seal one end with light proof tape. To seal 
the opposite end, the strip is reversed and the 
process repeated. 

Source: D. M. Mitchell of 
The Boeing Company 

under contract to 
Marshall Space Flight Center 

(MFS-14057) 
Circle 2 on Reader’s Service Card. 

A diamond coated spotfacer for cutting plas- 
tic and fiberglass laminate material offers numer- 
ous advantages which include savings in man-hours 

possible heating and burning of the material. In 
addition, delamination of the hole area no longer 
occurs. The novelty of the process G in the design 
of the cutter which includes a pilot (see fig.) and 
four relief slots in  the diamond coat. 

The special base tool, with its diamond coated 
face, can maintain ltO.005 i n .  tolerance on hole 
diameter. It is ideal for either a few or a large 
number of assemblies and hole sizes and elimi- 
nates the cost of replacement and resharpening. 

Source: Gilbert S. Hanes of 
North American Rockwell Corp. 

under contract to 
Manned Spacecraft Center 

Relief Slots (4) 

Diamondcoat 

(MSC-11484) 
and overall job time, reduced tool costs, improved 
quality of the finished assembly, and elimination of No further docirrneritatioii is available. 

A recent process makes it possible to per- surfaces of up to 12 specimens at a time. If 0.0001 
form automatic grinding of the edges of thin sheet inch or less is removed with each pass under the 
metallurgical specimens using a wet profile grind- wet profile grinding wheel, the metallurgical 
ing machine with a special specimen holder. As structure of the specimen remains unaffected. 
much as 1/8 inch can be taken off the combined Ordinarily, the rough wet grinding of the edges 
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of thin sheet materials is done by hand, each spec- 
imen being ground separately. The object is to re- 
move from the edges the material which has been 

in Plastic 

affected by the shearing or sectioning processes 
during specimen preparation. The hand method is 
a time consuming process and specimen uniform- 

The specimen holder (see fig.) made from No. 
416 stainless steel, features holes for 6 1-1/2-in. 
diameter specimens and 6 1-in. diameter spec- 
imens. These are alternated in two equal rows. 
A 1/32-in.-clearance in hole diameter is aliowed 
for easy insertion of the specimen. Individual holes 
for 28 setscrews (1/4-in.) are drilled and tapped 
from the holder edge. The specimen holder is in- 
verted onto a flat surface and specimens are in- 
verted in the holder with the surfaces to be ground 
facing downward. They are then locked in place 
with individual setscrews. All specimens are at the 
same height, relative to the grinding wheel. The 
holder is again inverted and magnetically clamped 
to the platen of the grinding machine. When the 
automatic grinding is completed, specimens are 
finish ground, polished, etched, microscopically 
examined, and photographed in the usual manner. 

Source: Bland A. Stein 
Langley Research Center 

(LAR-90 15 1) 

Nojurther docurneiitatioii is available. 
/- ity is often poor. 

kI CUTTI CT 

FigureEight 
MetalTube Round Primacord 

Figure 1 
I 

Metal cutting action in two directions is the 
subject of a design that uses a linear shaped ex- 
plosive charge. The device consists of a figure- 
eight metal tube, shown in Figure 1, with a length 
of primacord explosive in each half of the tube. 
The charges are activated by a cap at  either end. 

The configuration of the metal tube provides the 
two-directional shape cutting effect. The cutting 
action is directed by the joined portion of the 
figure-eight tube indicated in Figure 2. In order to 
cut two metal surfaces, the tube containing the 
primacord is placed between them. This tech- 
nique is swift and high quality cutting can be main- 
tained. 

FiqureEight I 

I 
I 

Figure 2 

Source: M. L. Davis of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-91732) 
Circle 3 on ReaderS Service Card. 



CUTTING 

STALL 

A method has been developed where a heated 
probe operates under controlled temperature and 
pressure for the purpose of sephrating brazed 

Potentiometer 

Industrially, the principle of controlled pressure 
and monitored temperature is applicable to any 
situation where it becomes necessary to melt braz- 
ing without damage to brazed surfaces. 

5 

During past attempts of this kind, sometimes for 
the purpose of instrument installation, the use of 
uncontrolled heat and force tended to fracture or 
anneal the tubes. 

The new probe, which is made of tungsten, is 
applied with a steady predetermined force, and 
generates a temperature just below the annealing 
point of the tube material. The tungsten tip is of 
a flattened screwdriver type and the probe is heat- 
ed with a minitorch, using a thermocouple attached 
approximately one inch from the tip. Neat is mon- 
itored through a potentiometer (see fig.) and as the 
probe begins to soften the braze, it also starts 
moving. It is this motion which separates the tubes 
from the braze alloy until a complete passage is 
produced. 

Source: G. S .  Gill, W. R. Koenigand 
A. J. Garrett of 

North American Rockwell Corp. 
under contract to 

Marshall Space Flight Center 
(MFS-90944) 

Circle 4 on Reader's Service Card. 

ING 

An innovation ndw makes it possible to re- 
duce to a minimum the need for hand deburring 
drilled or bored holes after machining a work- 
piece. 

This technique constitutes a big improvement 
over former practice when a workpiece with a 
critical hole was machined. Burrs invariably 
formed around the entry and exit to the hole and 
hand deburring was required. The process was a 
costly one since it often resulted in the rejection 
of a piece if too much material was accidentally 
removed. 

Under the new process, the holes are protected 
by filling them with nonferrous alloy prior to 
machining. The alloy used for this purpose con- 
sists of the following metals: bismuth 50%; lead 
26.7%; t in  13.3%; and cadimiuni ]()%.The resultant 

alloy is hard, nonshrinking and fusible and has a 
very low melting point (158°F). 

After machining is completed, the non-ferrous 
filling material is easily removed from the hole by 
immersing the workpiece in boiling water. With 
the alloy washed out, the hole can be cleaned with 
an appropriate stripper solution. This acts on the 
alloy without affecting the metal workpiece. Any 
burrs that may still remain will be small enough 
for easy removal with minor hand deburring. 

Source: T. C. Myers of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-90785) , 

N o  firrther docuiiieiitatioii is available. 



This inexpensive method of bending tubing 
filled with water and chilled down to cryogenic 
temperature (LN *) produces results comparable 
to those obtained by earlier techniques. In addi- 
tion, it eliminates the cost of melting and filling, 
as well as cleaning out ferro-bend. The improved 
method is particularly useful in the absence of 
special mandrels. 

Thin wall bending formed in the past by the use 
of ferro-bend involved liquifying and cleaning 
problems. In many instances, special tools and 
mandrels also were required. This took consider- 
able time and raised the cost correspondingly. 

Following immersion in nitrogen (in accordance 
with the new method), the chilled tubing is re- 
moved and formed, using regular tube bending 
mandrels or tools. One end of the tube is left open 
during the freezing operation to allow for the ex- 
pansion of water. 

Source: Billy Freeman of 
North American Rockwell Corp. 

under contract to 
Manned Spacecraft Center 

(Pi4 S C- 1 58 50) 
No firrther docuiiieiitatioii is available. 

A special adapter hook has been devised 
which will allow a commercial bender to bend a 
tube close to a flared end fitting. This is often 
necessary in a variety of plumbing installations 
where space is a mime consideration. The com- 

Std AND Fitting Dim 
Applicable toTubeSize 

Top Dead Center 

/ 
Adapter Assembly 
General Configuration 

Figure 1 

/ 
Adapter in Position 
Ready for Bend Operation Figure Disengaged Position 

\ Normal Hook Remains in 

mercially available tube bender cannot alone pro- 
duce this type of close proximity bend. Resultant 
improvisations usually are not satisfactory and at 
best consume more time than is necessary, with 
an attendant rise in cost. 

The new device consists (in addition to a com- 
mercially available tube bender) of a special adapt- 
er, easily fabricated in any shop. The adapter is a 

combination of bent tang and standard AND fitting 
welded together, as shown in Figure 1. 

The procedure requires the tubing to be flared 
first, but since main usage of the adapter is ap- 
plicable to %-inch tubing, this presents no problem. 
A B-nut and sleeve are then assembled on the tube 
and the B-nut is lightly torqued into the bend adapt- 
er as shown in Figure 2. The adapter tang placed 
under the tube bender handle replaces the normal 
hook which remains disengaged. With the tube 
(A) cradled in the bend radius die, pressure can 
now be applied to the tube (see downward arrow, 
Figure 2), with the curve beginning at top dead 
center, immediately behind the sleeve. 

While the adapter has successfully been used in 
many plumbing problems requiring close toler- 
ances with %-inch tubing, this innovation should 
also be readily applicable to 36- and %-inch tubing. 

Source: M. F. Hoff, Jr. of 
North American Rockwell Corp. 

under contract to 
Manned Spacecraft Center 

(M SC- 1 5900) 
Nofurther docuiiieiitatioii is available. 
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A recent effective tooling concept provides a 
method of adjusting for differences in curvature 
retention induced by grain direction, when metal 
parts with a symmetrical compound configuration 
are age-formed. 

The advantage of this concept is that tooling can 
be produced with a conventional lathe or milling 
machine. The only apparent limitation is that it is 
confined to producing tooling for parts having a cup 
form with constant radii. 

The accepted method of fabricating a compound 
contoured form to achieve a spherical segment is 
fairly complex. First it involves translation of the 
required surface to three-axis Cartesian coordi- 
nate points, or to polar coordinates. From these 
points the required form can be constructed either 
by a three-axis numerical controlled milling 
machine, or by making templates for the surface 
trace of lines through the coordinate points on 
planes at various stations parallel to the axis of 
the coordinate system. From these templates, 
hand-made molds can be fabricated for casting 
the required form. Such methods require either 
costly computer time or manual calculation. 

Numerical control machining requires program- 
ming tape preparation and three-axis numerical 
control. The hand forming process involves ex- 
cess expenditure of man-hours without guarantee 
of accuracy. 

The technique here described will produce the 
required punch and die set necessary to age-form 
a spherical segment configuration. 

Using results from tests, a graph of the ratios of 
the tooling spherical radii to both longitudinal and 
transverse grain direction part-developed radii has 
been prepared. Application of this tooling concept 
is developed in the following four steps: ( 1 )  a die 
radius is selected from the graph which will pro- 
duce a radius in the longitudinal grain direction 
equal to the required part-sphericai radius; (2) us- 
ing the radius-ratio graph and longitudinal grain 
direction radius found in (l) ,  a developed radius in 
the transverse grain direction is projected; ( 3 )  a 
punch and die set is machined with a spherical 
radius equal to the transverse grain direction de- 
termined in (2); (4) a part is then age-formed in a 
fixture using this punch and die set; (5) the result- 
ing pattern is used as a “master” pattern to cast 
a punch from the concave side and a die from the 
convex side. The punch and die set is then indexed 
as tc  grain direction of the master pattern. 

Source: Robert $Lightstone of 
The Boeing Co. 

under contract to 
Marshall Space Flight Center 

(MFS-90453) 
No further documeiitatioii is available. 

s WE E 
A recent technique has eliminated the risk 

incurred while grinding a refractory metal such 
as tungsten for the purpose of securing a sharp 
cutting edge. Owing to the brittle character of 
tungsten, its sharpening to an edge with a radius of 
less than 25-50 fi  has frequently resulted in chip- 
ping, with attendant waste of time and extra cost. 

The required smooth final edge can now be ob- 
tained by electrolytic polishing with a strongly al- 
kaline electrolyte. Twenty to 30% by weight NaOH 
or CsQH have been successfully used. The polish- 
ing cathode consists of a wand fabricated from 4- 
inch long, 3 / 16-inch-diameter stainless steel tub- 
ing, flattened to about 1/4-inch wide on one end. 
The hub from a hypodermic needle is silver sol- 

dered at the other end. A small piece of special 
cloth is folded over the flat tip area and held in 
place with a stainless steel clip. Cloth from an 
anode bag is usually adequate. It is essential, how- 
ever, that none of the stainless steel be exposed in 
the electrode area. If direct metallic contact is 
made, it may burn the delicate tungsten edge. A 
small syringe filled with electrolyte is next in- 
serted into the hub and the electrolyte forced grad- 
ually into the cloth through the opening in the flat- 
tened tube until the cloth is saturated. The required 
degree of saturation is determined by trial. 

The part to be polished or sharpened is the anode 
and is connected to the positive terminal of a dc 
power supply. The polishing wand or cathode is 

. 



8 MATERIAL CUTTING, SHAPING, AND FORMING 

connected to the negative terminal. Starting at 
approximately 10 volts, the precise voltage used 
must be adjusted to polishing conditions. With a 
1/4-inch wide electrode, rubbed back and Eorth 
near the tip of the tungsten knife edge, a current 
of 0.5 to 1.5 amps has been found to polish a sec- 
tion half an inch long in two or three minutes. 
Every few minutes a small amount of electrolyte 
is forced through the cloth to remove dissolved 
tungsten. Excess electrolyte is blotted away with 

filter or absorbent paper. Polishing continues on 
both sides until microscopic examination shows 
that a suitable edge has been achieved. 

Source: William E. McKee of 
Hughes Research Labs. 

under contract to 
NASA Pasadena Office 

(NPO-90332) 
No further documeiitatioii is available. 

n or 

TES 

A new and improved technique for bonding 
small laminated parts should prove of consider- 
able value to industries concerned with laminated 
fabrication for a wide variety of commercial uses. 
Its potential for military work of this kind also is 
significant. 

Larni nated 
Part, Air Bladder 

(Polvesteror Silicone 

Cover Attach Pins 

Usually, small laminated parts require clamps, 
ties, or tape in order to cure them properly and 
obtain adequate bonding of even quality. This is a 
slow and complicated process. 

A quicker, more efficient (and therefore less 
expensive) way of obtaining the same result is by 
means of an inflatable bladder. TQ,e laminates to 
be cured are set up on a work table or flat sur- 
face; an air bladder is zttached to the cure blanket, 
as shown in figure, and the bladder is then in- 
flated. The result is a constant and even pressure 
on the sandwiched laminates, over their entire 
surface. If required, heat can be applied for cur- 
ing (the air bladder will withstand cure cycle tem- 
peratures up to 500°F), or the work can be al- 
lowed to cure under "air dry" conditions. 

Source: Homer W. Bailey and 
Bertram R. Ulrich of 

North American Rockwell Corp. 
under contract to 

Marshall Space Flight Center 
(MFS-16746) 

No firrther docwneiitatioii is available. 

F AH, EYC 

A new process has been evolved which makes 
use of epoxy potting compound for edge-filling a 
prefabricated honeycomb panel cut to a required 
size. Individual panels with integral frames re- 
quire no tooling and the process is applicable to 

all industrial honeycomb structure configurations, 
including compound curves. 

Conventional fabrication techniques of structural 
honeycomb panels have always been costly and 
complex and therefore time-consuming. Fitting, 
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The sequence of the disclosed process is as fol- 
lows: ( I )  a rectangular panel, sized to include one 
or more configurations, is autoclave-bonded to 
produce a prefabricated honeycomb sandwich; 
(2) individual profiles are laid out on the prefab- 
ricated panel, shown in Figure 1; (3) panels are cut 
from this prefabricated panel using a bandsaw, 
sabresaw or similar cutting tool; (4) the honey- 
comb core is then cut or crushed back from the 
panel profile, shown in Figures 2 and 3; ( 5 )  the 

c-', - panel recess is filled with room temperature cure 
epoxy and allowed to harden; (6) the epoxy filled 
panel is then sanded or ground smooth to produce 
a structural panel with integral frame; (7) fittings 
or hardware are attached by means of potted in- 

Figure 1 

reCutkck I n d i v i d u a l  Panel 

\ Figure3 
I 

I ( 3  serts. 
L - -  - J  

Source: Avery E. Corywell of 
North American Rockwell Corp. 

Figure4 under contract to 
Manned Spacecraft Center 

Figure2 Epoxy Filler 

inspection, and tooling add to the problems, along 
with the need to fabricate and bond the panels in- (MSC-90559) 

dividually . N o  further documelitation is available. 

/- 

A new method has been perfected which rep- 
resents a 100 percent improvement over past at- 
tempts to contour high density phenolic honeycomb 
core around sharp angles. 

The desired shape of phenolic core can be at- 
tained by placing the core in a vacuum bag pressed 
against a curved molding, and placing both in an 
oven. A steady increase in heat and vacuum pres- 
sure is then applied until the desired shape is at- 
tained. Moderate heat softens the core to a point 
where it will shape without cracking or breaking. 
The gradual vacuum bag forming maintains an 
even pressure throughout the honey,comb core. 
Guidelines to the actual process include the fol- 
lowing: (1) the honeycomb to be formed is placed 
in a vacuum bag against the desired shape inside 
an oven; (2) the bag is then placed against the core 
for temperature recording purposes; (3) vacuum 
must not be applied until the oven has reached 
350°F; (4) vacuum may then be applied slowly 
within the bag over a five-minute period until full 
vacuum is attained; (5 )  when the core has assumed 
the desired shape, the oven must be allowed to 

cool slowly to room temperature while retaining 
full vacuum. The vacuum pressure may then be 

Desired Shape High Density Phenolic H.C.B. Core 

Source: Arnold F. Murillo of 
North American Rockwell Corp. 

under contract to 
Manned Spacecraft Center 

(MSC-1 1405) 
No firrther docunieiitation is available. 
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F 

This innovation eliminates several problems 
long encountered by industry in attempting to bend 
refractory metals (e.g. tungsten) at room temper- 

ature. One former process involved heating of 
refractory metals with gas heaters as they passed 
between rollers. The present method avoids this 
requirement. 

The tungsten is first brought to a temperature 
of 500 to 600°F. Whereas formerly the length of 
tubing was limited by the width of the press brake, 
this restriction is now obsolete. Longer tubing can 
be formed from narrow sheet stock by passing it 
through a series of rolls, successively configured 
from perfectly flat to increasingly more concave 
and finally to a complete semicircle. A round bar 
passed through rolls on top of the strip stock, as 
shown in the figure, acts as a mandrel around 
which metal tubing is formed. Limits to the length 
of the tubing are governed only by the lengths of 
the mandrel and strip stock. 

Source: Lewis Fabrication Shop Personnel 
Lewis Research Center 

(LEW -9020 1 ) 
No further dociriiieiitatioii is availablh 

F c EETS 

A technique which represents a radical de- 
parture from accepted procedures and has re- 
sulted in the highly successful forming (and bond- 
ing) of cork to compound surfaces is now available. 
The simplicity of the improved method should have 
considerable impact on industrial needs in terms 
of increased efficiency and reduced cost. 

Where commercially available composition cork 
sheet stock must be applied to contoured surfaces 
for insulation purposes, the likelihood of cracking 
is always present. Equally unpredictable is the 
outcome of bonding cork sheet to contoured sur- 
faces, especially where a sharp radius is required. 

The procedure with the new method is that the 
material (a high density cork compound) is placed 
in an oven and heated to 350°F to soften the bond- 
ing agent. It is then removed and pressure formed 
by applying a vacuum bag to the mold or die during 
the cooling and curing stage. 

Source: W. R. Walker of 
General Dynamics Corp. 

under contract to 
Lewis Research Center 

, 

(LEW-90394) 
No jurther docuttieiitatioii is available. 

A comparatively simple technique, which In order to achieve the best results, it is essential 
that the semiliquid restrictor be applied with uni- 
form thickness to the interior of the cylinder. 

A prime requirement is a loaded cylinder with 

fills a frequent industrial need to apply insulating 
material to the interior of a cylindrical container 
or liquid storage vessel, is now in common use. 

\ 
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Restrictor Material 
(Semiliquid) 

the same unit length as the container to be lined. 
The cylinder, with a nozzle on the outboard end 
(see fig.) is positioned to correct depth in the 
container. With the piston held in a fixed position, 
the loaded cylinder is withdrawn from the con- 
tainer. This results in semiliquid restrictor mate- 
rial being deposited on the inner surface of the 
container in an amount equal to the volumetric 
displacement of the cylinder. 

With the container revolving at approximately 
12 to 17 rpm, while the loaded cylinder is slowly 
withdrawn, semiliquid insulator is precisely 

Applicator Restrict& Material 
Nozzle (AppliedtoCaseWall) 

metered on the inside surface of the container, 
providing a permanent, uniform thickness. The 
only limiting requirement in securing a surface of 
even thickness is that the container must turn at 
least one rpm for each increment of semiliquid 
deposit from the metering nozzle. 

Source: L. E. Balceszac of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

'-(MFS-13731) 
No further documeiitatioii is available. 

ICAL 

The use of a milling machine makes it pos- 
sible to fabricate a large radius spherical surface 
beyond the scope of a conventional lathe, as dem- 
onstrated by existing machine shop techniques. 

The milling machine spindle axis shown in the 
figure is tilted at an angle of 4 and the radius of the 
fly cutter is set to the required length. The disc is 
then slowly rotated under the rapidly spinning fly 
cutter. 

Setting up the milling machine, the procedure is 
as follows: (1) a value is selected which exceeds 
half the radius of the disc for the fly cutter radius 
already determined; (2) this value is expressed to 
four decimal places and used to calculate the tilt 
angle 4. For a typical convex surface, assuming 
x = 3.0000 inches with a disc 10 inches in diam- 
eter, then for a 100-inch radius of curvature sin 
d, = 3.0000/100 = 0.030000. This is equivalent 
to a tilt of l"43'; (3) the vertical axis of the milling 

\ I 
\ I- Center Line 
\ of Disc 

Milling Machine 
Spindle Axis 1 

Rapidly Rotating 
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machine is set to the calculated angle with a sine 
bar; (4) the disc is centered on a slowly rotating 
table with the arc of the fly cutter passing over the 
exact center; ( 5 )  with the disc rotating slowly un- 
der the fast turning fly cutter, the required spheri- 

face can be obtained by slowing the disc’s rotation- 

a1 speed for the final cut. A concave surface can 
be generated by simply tilting the axis of the mil- 
ling machine in the opposite direction, (-4). 

Source: Anthony Walch, Jr. 
Goddard Space Flight Center 

cal surface is generated. A relatively smooth sur- (GSC-10575) 
Circle 5 on Reader’s Service Card. 

c 
An adhesive backed spacer has been devel- 

oped that can be applied to a workpiece as protec- 
tion for raised channeling during roll forming 

Figure 1 

/ 
After Forming 

Figure 2 

operations. Its industrial use in metallurgical 
fabrication should result in worthwhile savings 
and improved roll forming. 

One of the problems during roll forming has long 

been the deformities appearing in raised sections 
and the resultant rejection of these parts. 

The spacer material employed in this new tech- 
nique is an adhesive backed composition cork and 
rubber sheet. Strips or shapes with a thickness of 
I /  16-inch or 1/8-inch are cut and laid on the sur- 
face to be roll formed. (The upper figure shows a 
workpiece with the material applied before form- 
ing.) 

A 10 psi load can be applied during forming of 
light sheet metal without damaging the spacer 
material. This reduces the possibi5ty of the roll 
deforming raised channels or sections. (The lower 
figure shows the same workpiece after roll form- 
ing.) The spacer is inexpensive and can easily be 
removed and reused several times. Spacer mate- 
rial also can be used when cutting dies to aid in 
the separation of mating sections. 

Source: V. Eckstein and H. Z .  Lewis of 
North American Rockwell Corp. 

under contract to 
Manned Spacecraft Center 

(MSC-90755) 
Nojurther documeiitation is available. 

F ACHI\II\IG, A\ID WELD 
A breakthrough in forming the refractory metal a vacuum retort furnace (10-3torr) at 815°K for 

rhenium into extremely small hollow parts with one hour. This annealing prevents distortion of the 
rather sophisticated inside shapes has been small parts when residual stresses are released 
achieved by vapor deposition. Rhenium can be during subsequent processing. 
deposited (at a temperature of 975°K) on a sacri- Machining of rhenium is very difficult because 
ficial material, such as titanium, which is later of its large coefficient of work hardening, which 
removed with a hydrofluoric acid solution. Rhe- rapidly turns over even carbide-tipped tools and 
nium is vapor deposited by passing H2 and ReC15 drills. However, rough machining can be done by 
(usually) gas over an induction-heated mandrel. torch-heating during turning. This work harden- 
The mandrel was machined from titanium (A-55) ing property of rhenium makes frequent annealing 
bar stock and then stress-relieved by annealing in necessary. A recommended annealing temperature 
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- 70 percent joint pickup 
during a repair 

for 0.005 to 0.120 in. material is 1925°K for 5 to welding and subsequent reworking. 
30 minutes in an oxygen free atmosphere. Because little information was available on 

Rhenium may be drilled by eloxing (electro- electron-beam welding of rhenium, some typical 
discharge) and by using diamond-core tools. Out- joints were made to establish weld schedules which 
side diameters and contours may be readily are shown above . 

Source: The Marquardt Corp. ground with an aluminum oxide wheel. 

subcontractor to Douglas Aircraft Co. One of the major advantages of rhenium is that 

under contract to it remains ductile after being heated above its 

Langley Research Center recrystellization temperature. This property makes 
rhenium extremely tolerant to electro-beam weld- 

refractory metals) or to tungsten inert gas (TIG) 

(LAR-10457) 
ing (perhaps the best known technique for joining No further docume/1tatio,l is available. 

P 

E F  s s  
A concept of recent origin in the forming of 

spherical containers merits both industrial study 
and testing. The new technique permits a spherical 
container to be fabricated by using a ball of ice as 

Freeze 

Ill Figure ’ 

Vacuum 
Chuck-Spin 
Machine 

a form. The ice-ball form is the product of a 
freeze mold sized to the inside diameter of the 
metal container to be fabricated (Figure 1). 

The recognized method of forming a spherical 
container has, in the past, involved the formation 
of two halves, then welding them together. This 

necessarily requires some very accurate machin- 
ing and forming, with costs rising in proportion. 

With the new method, water is poured into the 
mold through a hollow mandrel which projects into 
the spherical area. A thin plastic bag is attached 
to the mandrel to retain the water in the mold. 
The freeze-mold is then subjected to sub-zero 
temperatures to form an ice ball which retains its 
shape during the metal forming operation. 

The first stage of metal work is accomplished by 
forming a tubular container, using a male and fe- 
male die. The mandrel, frozen into the ice ball, is 
then placed in a tubular container (Figure 2) and, 
using the spinning tool and vacuum chuckspin 
machine (Figure 3), the spherical container is 
formed to the shape of the ice ball. After the spin- 
ning operation is completed, the ice is melted and 
the mandrel removed, leaving a completed spheri- 
cally shaped container. 

Source: E. C .  Jackson of 
Worth American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS- 91098) 
Circle 6 on Reader’s Service Card. 
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EVICE , 

Flow of Current 

Ring(Forming Coil) 

Figure 3 .  

The use of a prototype electromagnet spe- 
cifically as a flaring device for a metallic work- 
piece has several advantages over other forming 
processes which rely on manual skill. Since these 
demand time consuming work with hammer and 
die to meet the required standards of accuracy, 
they are necessarily more costly, slower and less 
uniform. 

Because of instantaneous forming generated by 
substantial magnetic pressures, this technique 
has proved highly successful in flaring metal work- 
pieces, either with a flat or a cylindrical surface. 
The basic principle is very simple. A massive 
single turn ring (or forming coil) of the same 
diameter as the hole already cut in the wtirkpiece 
(see Figure 1) is placed directly underneath. A 
circular die with the required flare is then located 
directly above, as shown in sectioned view (Figure 
2), and is connected to a high current transformer, 
also seen in Figure 2. The transformer derives 

Hole 

Die as in Fioure 1 
butonaCukdPlane 

Figure 5 

power from a capacitor bank. When the switch 
closes the circuit, a high intensity magnetic field 
is generated around the perimeter of the hole. 
The immediate effect is that of evenly flaring the 
rim of the hole upward against the inner curve of 
the die. 

The end product is shown on a sample workpiece 
(Figure 3). This type of flare provides a useful and 
accurate fitting at  the hole on which to attach a 
tube. The same principle is applicable to a cylin- 
drical workpiece (sectional Figure 4) using a sim- 
ilar die and turn ring shaped to conform to the 
curved surface of the workpiece (Figure 5) .  

Source: Ralph W. Waniek of 
Advanced Kinetics, Inc. 

under contract to 
Marshall Space Flight Center 

(MFS-13526) 
Circle 7 on ReaderS Service Card. 

LE EET F G 
e 

A forming process has been developed that 
permits 0.004 and 0.006-inch metal sheets to be 
dimpled in various configurations for added titanium, Rene 41, and columbium alloy. 

strength. This process has produced very good re- 
sults in dimpling sheets of tough metal such as 
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The titanium alloy forming process requires the 
following equipment: (1) a 50-KVA resistance heat- 
ing unit to supply energy to the titanium blank; 
(2) a 4-inch stroke, 90-ton mechanical form press 
to dimple the plates; (3) a polyethylene curtain 
around the die toenclose the blank in an argon gas 
atmosphere during heating; (4) a set of adjustable 
form dies that can accommodate 12-inch by 32- 
inch blanks; and (5) a set of copper buss bars in 
the form of a rectangular frame to suspend the 
blank between the upper and lower dies, permit- 
ting a uniform flow of current through the blank. 
Depending upon the blank thickness, one of two sets 

-- - - ' 7 / - 2  HeJt 
Press Bed Buss Bar Support Block Cutoff Switch 

of dies can be used. Dies for the 0.004-inch blanks 
have a pitch pattern (distance between dimpling 
pins) of 0.600-inch. Dies for the 0.600-inch blanks 
have a pitch pattern of 0.65-inch. Both sets of dies 
permit dimple depths up to 0.234-inch. 

Equipment for hot forming both titanium alloy 
and Rene 41 is shown in the figure. Titanium 

blanks must be thoroughly cleaned before the 
forming process begins. After cleaning, the blanks 
must be handled with white cotton gloves to avoid 
finger print contamination. For all forming opera- 
tions, the titanium blanks must be clamped in a 
copper frame, the polyethylene bag closed and purg- 
ed with argon gas to prevent contamination, and 
the heating unit set to attain 1800"F.The press ram 
should be adjusted to provide approximately three- 
fourths of the required dimple depth during the 
first forming operation. This operation is repeated 
three more times with the press ram adjusted each 
time to form the sheet 0.020-inch deeper, until full 
dimple depth is achieved. 

When forming Rene 41, polyvinyl chloride cover 
plates are applied to the die during the first two 
forming operations to prevent cracking of the met- 
al. Before the third and final operation, the Rene 
41 alloy is annealed in a vacuum furnace at 1975" F 
for 30 minutes. 

Columbium alloy is cold-formed in a 450-ton 
hydraulic press by a similar process without the 
use of heating unit, vacuum furnace, or argon 
atmosphere. As in the forming of S e n e  41, how- 
ever, polyethylene chloride cover plates are used 
in the first two of the three forming operations to 
prevent cracking of the metal sheet. 

Source: J. E. Broderick of 
Martin-Marietta Corp. 

under contract to 
Langley Research Center 

(LAR-90067) 
Circle 8 on Reader's Service Card. 

c E 

In a new and different approach to the prob- 
lem of stretching a honeycomb plane or core, an 
aluminum or stainless steel unit is stretched by 
using canvas loops bonded at both ends (see fig- 
U 

even pull, and the core cells can often be distorted. 
The subject innovation calls for rods to be placed 

inside the loops to stretch the core. The canvas 
loops can be bonded to the plane or core before it 
is cut to the desired thickness. In this way there is 
little or no waste while cells retain uniform shape 
throughout the blanket. 

Source: Fred H. Curtiss of 
North American Rockwell Corp. 

under contract to 

Bonded Canvas Loops 

The earlier procedure was to push pieces of 
drill rod through the core, prior to stretching. 
This method, however, does not always produce an No Jiirther docirriieritatiori is u vuilable. 

Manned Spacecraft Center 
(MSC-11420) 
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FILEBE FFUSI ES 
The problem of forming titanium roll bonded 

panels has now been overcome by a method that 
produces corner fillets in diffusion bonded struc- 
tures, using titanium wire in the space between a 
steel filler bar and a titanium joint. 

Steel Plate Titanium TitaniumCap 

Steel Filler 

Face S he-+ . . C L  

In the past, titanium roll bonded panels have 
been subject to cracks because of relatively sharp 
corners in the bond joint area. 

In the new process, the corners of the steel 
filler bars contacting the titanium joint are ma- 
dh'ined to 1/8 inch radius to providela space for the 
titanium wire fillet during layup (see figure). The 
assembly is then reduced 60% in a roll diffusion 
bonding process. When the steel filler bars and 
plates are removed, the remaining titanium struc- 
ture has a better bond joint with improved struc- 
tural integrity, longer fatigue life and greater 
crack resistance than were previously obtained. 

Source: J. B. Bennett and A. 6. Jones of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-92017) 
No further documeritatioii is available. 

F EVICE F ES 

Improved technology involving the use of a 
polyethylene foam block as a holding device for 
"cordwood" stacked electronic modules, and 
terminal boards and similar layout fixtures, has 
resulted in timesaving, more efficient \assembly. 
The new foam block also provides a backup into 
which the leads can be inserted, protecting them 
while holding the components in place. This hold- 
ing device should prove valuable to industry in 
any activity where welded modules or assemblies 
are produced, using the cordwood technique. 

Difficulties encountered in the past have in- 
cluded integrity leads being damaged, with a 
resultant loss of time until the leads were welded. 

The essential part of this innovation (see fig.) 
is rhe polyethylene foam block which is slightly 
larger than the length and width of the module to 
be assembled and slightly deeper than the length 
of the leads. A mylar base with holes punched in 

Cordwood Stacked 
Components . I  

I I I ,  

'olyethylene Block 
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it, which follow component patteins, is laid over 
the polyethylene. Components are assembled by 
inserting them into the polyethylene through the 
mylar pattern. This serves to protect the leads 
while holding the components in place. The ex- 
posed leads are allowed to extend vertically, per- 
mitting easy insertion of the miniature printed 
circuit. 

The final step is the cutting and welding of the 
leads as required. This new method of assembling 

components in cordwood fashion through a mylar 
layout pattern protects the leads and body of the 
components from damage. 

Source: G. E. Grant, Jr. of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-91928) 
Circle 9 on Reader's Service Card. 

A valuable technique has been evolved for 
salvaging the recorder arm assembly in multi- 
channel ink Den recorders used in data reduction 

#20 (. 1 61 ) D rhl 
1 Place 

#74(.0225) prill 
2 Places 

Needle. Bending and Asslembly Locating Tool 

1.25 Needle 
I : I  I 
Needle Bendingoperation 

Locating ahd Assembly Operation 

Before , ,WornTip 
Mount L> 

-A Solder 

Arm Assembly-ink pen Recorder 

After Usable Part 
=r.r ::: :..:.-::y a 

ViewA 
#25 Hyperdermic Needle 

Tip Replacement-Ink Pen Recorder 

laboratories. The ink pen arm assembly can now 
be retained at  a saving of $25.00 by using a 25a: 
hypodermic needle. 

The main drawback with the exi'sting system has 
been the short life of the pen tips. Since each re- 
corder is equipped with eight data and two event 
markers, this has resulted in considerable cost 
for the required periodic replacements, which are 
fairly frequent. In such cases, the' usefulness of 
the entire arm assembly also is compromised. 

The new method consists in replacing the worn 
pen tip with a No. 25 hypodermic needle. The 
needle fits snugly within the stainless steel ink 
supply tube. By retaining the needle in a No. 74 
hole of the bending block (see figure), it can be bent 
90 degrees without closing the passage. 

When the new tip has been trimmed to desired 
length, it can then be positioned in the assembly 
tool and soldered in place with a 60/40 soldering 
wire. 

Source: J. L. Hanson of 
General Dynamics Corp. 

under contract to 
Lewis Research Center 

(LE W -1 0400) 
N o  further docuiiieiitatiori is available. 

IG b 
The use of mylar facings in producing jig blueline facings currently used have to be ce- 

boards designed for use by electrical manufac- mented. Subsequent changes to mylar facings can 
turers of wire harness assemblies has resulted be made by eradicating, but changes to blueline 
in considerable savings. The cost of jig boards facings require a further cementing of blueline 
is reduced and mylar can be secured with tape; patches. 
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Jig boards designed for electrical manufacturers 
are usually made of %-inch plywood, and the lay- 
out on blue line paper facings outlines and controls 
harness configuration and dimensions. 

The new technique features six distinct advan- 
tages: ( 1 )  blueline facings fade whereas mylar does 
not; (2) cementing process is eliminated; (3) need 
for working out of the area because of noxious 
fumes from the cementing material no longer ex- 
ists; (4) labor and material costs are reduced; 

( 5 )  hazards raised by flammable material are re- 
moved; and (4 )  mylar facing does not stretch, 
whereas blueline paper is subject to distortion. 

Source: D. Y. Ariaz of 
North American Rockwell Corp. 

under contract to 
Manned Spacecraft Center 

(MSC-11159) 
No jurther docunieiitation is available. 

F YC 

A new technique eliminates the problems of 
ventilating honeycomb sandwich construction which 
are fairly common to industry, especially where 
lightweight monocoque buildings are involved, as 
in campsites. 

Ventilation of honeycomb structures, however 
(sometimes needed for bonding purposes, or where 

6-Cell Offset 
Connecting between 
Groove , /-- Connecting Grooves 7 

differences in altitude or temperature may require 
compensation), presents various problems. 

The improvement provides adequate liquid flow 
passages through honeycomb walls, as shown in 
the figure. Formerly, the procedure was to drill 
holes through the cell walls to interconnect a cell 
with an adjacent one. The new method uses groov- 
ing of the core, thus providing greater flexibility 
of design. Grooves can be applied vcihere required, 
while ungrooved areas serve as a seal in between 
to provide flow channels for ventilation. 

The wall is grooved, using a circular saw or 
other grooving tool on the top or bottom of the 
honeycomb. This method provides both flow and 
purging capability as needed. Grooves are cut to a 
nominal width of 1 / 16th inch and a height of 3/  16th 
inch. Each cell is interconnected in one direction. 
In the opposite direction, the groove is cut every 
sixth cell. 

Source: S. L. Frederickson of 
Worth American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-9 1788) 
Circle I O  on Reader’s Service Card. 

AT s 
The most highly successful method used by stress without risk of exposure to air. For in- 

commercial testing laboratories primarily con- stance, the reaction of metal under stress (tensile 
cerned with metallurgy, involves the use of an at- or compression) when exposed to hydrogen can 
mosphere container for environmental testing of provide valuable data to steel corporations and 
materials under controlled conditions. Since no panufacturers of metal. 
moving seals are used, the test metal can undergo The problem, however, has been to carry out 
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these tests under efficiently controlled conditions 
(where oxidation would not attack the exposed 
metal) to permit a true surface test. The solution 

Pivoted Spring-Loaded 
HardenedS!eel Point Sealing Welds 

Tensile Specimen Flywheel 

has not always been simple or foolproof because 
of the problem of encapsulating the test specimen 
while exposing it solely to a specific environment. 

With the present method, a segmented flywheel 
is constructed to fit within the atmosphere con- 
tainer, around the specimen gage length. Included 
also is a rubbing block with a pivoted, spring- 
loaded hardened steel point capable of galling or 
abrading the test metal, as shown in figure. 

The operating principle is as follows: both spec- 
imen and flywheel (designed to fit within the at- 
mosphere container) are loaded into it and sealed 
off by welding. This permits the evacuation of the 
container and its filling with the desired gas. The 
grip ends of the specimen are then chucked in a 
lathe which is accelerated to 1500 or 2000 rpm, 
and stopped abruptly. The flywheel continues to 
rotate on its own momentum, but there is now 
relative motion between rubbing block and speci- 
men. The motion causes the rubbing block to scribe 
a shallow groove around the specimen without risk 
of oxidation. In this manner, the atmosphere within 
the sealed container (hydrogen for example) is able 
to react on a pure metal surface. 

Source: J. N. Lamb of 
North American Rockwell Corp. 

unger contract to 
Marshall Space Flight Center 

(MFS-14077) 
N'O f i i r rhrr  dociiriiriitatioii is n\,nilnblr 

ESTRESSE CONlA 

A report on a technique which may have a 
revolutionary impact on the commercial manufac- 
ture of artificial bones, concerns the use of 
whisker-strengthened zirconia-a prestressed ce- 
ramic combined with silicon carbide (Sic). This 
new material should also prove useful for hot gas 
ducting and as a form of armor for personnel, air- 
craft and helicopters. 

Normally, ceramics such as zirconia are brittle 
and possess low tensile strength. By prestressing 
them with tungsten cables their tensile load carry- 
ing ability is increased. At the same time the 
material acquires an artificial ductility alien to 
normal ceramics. The addition of silicon carbide 
whiskers improves the ductility and increases the 
strength of the ceramic at  elevated temperatures 
in the region of2000" F. 

Component analysis shows the ceramic matrix 

to be made up of 60 parts by weight of coarse 
calcia stabilized zirconium oxide (-70 +200 mesh); 
40 parts by weight of fine calcia stabilized zir- 
conium oxide (-325 mesh); eight parts by weight 
of S i c  whiskers and 32 parts by weight of mono- 
fluorophosphoric acid. These ingredients are 
mixed and placed in a mold containing pretensioned 
tungsten cables (or onto a rigid mandrel overwound 
with pretensioned tungsten cables). The assembly 
is then cured at a maximum temperature of 600" F. 
On completion of the cure cycles, the end restraints 
of the cable are removed, placing the ceramic in 
compression. 

In the case of a ceramic cylinder, this is removed 
from a rigid mandrel which allows it to shrink, 
thus inducing precompression of the ceramic. The 
advantages of this method are: (1) low temperature 
(600'F) processing of the ceramic which prevents 
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loss of strength of prestressing media due to ther- 
mal exposure; (2) added strength at 70" and 2000" F 
due to the addition of the S i c  whiskers; (3) immu- 
nity to thermal shock faiiure (demonstrated by in- 
serting a specimen for 20 minutes into a furnace 
preheated to 2000°F); and (4) the ability of the 
prestressing material to stop crack propagation, 
even where a cylinder was subjected to a high ve- 
locity ballistic impact with armor piercing 30 06 

projectiles. Failure was localized and noncata- 
strophic, while the prestressing material com- 
pletely stopped any crack propagation. 

Source: Longin B. Greszczuk of 
McDonnell Douglas Corp. 

under contract to 
Marshall Space Flight Center 

(M FS -20322) 
No /iirtlier ciociiriieritatiori is avnilnblt.. 

GI EYC IT ENZENE F NHNG 

A new technique, using a different approach, 
has reduced the risk of honeycomb damage to an 
acceptable level during the bonding and brazing of 
steel honeycomb sandwiches for machining and 
forming. 

Previous conventional cutting often damaged the 
core of the honeycomb, while forming methods 
crushed it. 

An undersize hole is now cut in the face sheet of 
the honeycomb, using a drill, boa saw or end 
mill. The exposed core is filled with molten para- 
dichlorobenzene (commonly found in mothballs). A 
hole of the desired size is then cut with a drill, 
reamer, bow saw, end mill or file, refilling the ex- 

posed portions of the honeycomb core as necessary. 
When the hole is completed, the bulk of the remain- 
ing filler is removed by blowing with hot air, not 
over 250'F to melt the filler, and by hot vacuum- 
ing. The residue will evaporate through sublima- 
tion at room temperature. The filler is used in the 
same way to impart rigidity to the core for roll- 
forming or brake-forming. 

Source: K. Loo of 
North American Rockwell Corp. 

under contract to 
Marshall Space Flight Center 

(MFS-909 12) 
Circle I I on ReaderS Service Card. 
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handbooks, reports, conference proceedings, 
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Trmslations, and Special Publications. 

Details on their availabilify may be 
obtained from: 

Details on the availability of these 
publications may be obtained from: 
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Space Administration 
Code KT 

Washington, D.C. 20546 

National Aeronautics and 
Space Administration 
Code KS 
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